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Cardboard Head Cover
* Maximum 
Permitted 

Levels (MPL)

2,4,6-trichloroanisole ND or<MPL 0.5
2,4,6-tribromoanisole ND or<MPL 0.5
2,3,4,6-tetrachloroanisole ND or<MPL 1.5
pentachloroanisole ND or<MPL 100
2,4,6-trichlorophenol ND or<MPL 5
2,4,6-tribromophenol ND or<MPL 5
2,3,4,6-tetrachlorophenol ND or<MPL 15
pentachlorophenol ND or<MPL 100

results in ng/g

ND or<MPL: Non Detected or Less than Maximum Permitted Levels
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